U.S. CUSTOMS LABORATORY METHODS

USCL METHOD 40-03

ASTM D 2227

Specification for Natural Rubber (NR)

Technical Grades

SAFETY PRECAUTIONS
This method does not purport to address all of the safety problems, if any, associated with its use.  It is the responsibility of the user of this method to establish appropriate safety and health practices and determine the applicability of regulatory limitations prior to its use.
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SCOPE AND FIELD OF APPLICATION


The reference lists physical and chemical requirements for six technical grades of raw natural rubber.  Section Vll Chapter 40, Subheadings 4001.22.00.05 through 4001.22.00.50, are the Harmonized Tariff Schedules for five different grades of technically specified natural rubber, not all of which are covered by the ASTM method. The Harmonized Tariff Schedule Explanatory Notes lists the parameters (physical and chemical requirements) for the specific grade in its subheading.
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End of Method
